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Eichrom’s DGA Resin-Normal

DNS05257

Product:
Lot #:

Eichrom’s DGA Resin-Normal Lot # DNS05257 has been manufactured according to Eichirom’s standard operating procedures. This lot
has been tested in accordance with Eichrom’s quality assurance policy and procedures. This lot of product meets all Eichrom quality

specifications.

Prepared: August 10, 2007

ANATYSIS RESULTS
Test Value Specification Result
Appearance White beads Pass
Eu Breakthough < 2 % in Load <0.1 %
Eu Recovery >95%in3 BV 99.4 %
cpm/mL vs. Bed Volumes of Eluate
50-100 pm DGA Resin, normal, Preconditioned with 4.0 M HNOJ, 22(1)°C
l 05 : 1 T ] ¥ i T T L] L) 1 T L) ¥ 3 t ] ] T L] [ T ¥ ] ] I T T L] ] | 1 ¥ T T o
JLoad 100 mL 4.0 M ENO, + "Eu tracer ]
7 Rinse ]
4 Strip 2
0.1 M 01 M
10° 5 HNQ, HCI
3 Bed Volume = 6.0 mL . =
1 Bed Heighl = 7.6 cm ]
7 Column Diameter= 1.0 em 4
| Flow Rate = 2.0 ml /min ’
TN-DGA lot # DNS05257 iy
E 10’ e =
E ] =
B 1  Background ]
. ! ]
98.6% Eu l
g T NSO, . =
] O‘\o._g_o——o—@__o..—c}-._&.-o—o—-* 3
i <1% Eu ]
]Gl T T T i ' 4 ] T L} ' T L] 1 T I T L) T L) LI | ' L) L) T T ' 1) T L} T
0 5 10 15 20 25 30 35
Bed Volumes
Jill Bryant O \

Quality Control Chemist

8205 5. Cass Ave., Suite 106, Darien, IL 60561 USA 630.963.0320 voice 630.963.1928 fax

info@eichrom.com www.eichrom.com



