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Analysis 

            No. 

   

  

  

  

This product has been manufactured according to Eichrom’s standard operating procedures. The 
resin used to manufacture this lot,                        , has been tested in accordance with Eichrom’s 
quality assurance policy and procedures. This lot of product meets all Eichrom quality specifications. 

Test Specification Result 

Appearance White Beads Pass 

Distribution Ratio, Eu in 0.1M HNO3 ≥ 900  

% 233U stripped in 0.1M HCl 
Max. acceptable mean 
Max. standard deviation 

 
1.0 
0.5 

 

% 241Am stripped in 0.1M HCl 
Min. acceptable mean 
Max. standard deviation 

 
97.0 
2.5 

 
 

% 233U stripped in 0.1M HNO3 
Min. acceptable mean 
Max. standard deviation 

 
97.0 
2.5 

 
 

% 241Am stripped in 0.1M HNO3 
Max. acceptable mean 
Max. standard deviation 

 
1.0 
0.5 

 

 


	CA YY###: CA 24160
	Product Description: DGA-Normal Resin, 50-100 µm, 2 mL Cartridge, Pack of 50
	Part Number: DN-R50-S
	DNSRYYA: DNSR24F
	ManuDate_af_date: 22-Jul-24
	DNSMMDDYY: DNS052124
	DistRatio: 1841
	Am MStd: 
	Dev2: 0.0
	Dev1: 0.8

	U MStd: 
	Dev1: 0.1
	Dev2: 0.1

	Title: [Quality Manager]
		2024-07-26T11:57:29-0500
	Sarah McAlister


	U MAM1: 0.6
	Am MAM1: 100.1
	U MAM2: 99.09
	Am MAM2: 0.0


